
Visible Light Transmitted 39 %

Visible Light Reflected 8 %

Ultra Violet Block 99 %

Total Solar Energy Reflected 9 %

Total Solar Energy Transmitted 40 %

Total Solar Energy Absorbed 52 %

Shading Coefficient 0.64

Total Solar Energy Rejected 45 %
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Cool Crystal 35
OPTICAL & SOLAR PROPERTIES
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